GEo-lEST

GEO-TESI, INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(605) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,

NEW MEXICO

87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007
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FAX (505) 523-1660

June 25, 2003
Department of the Army
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109
PROJECT:

SAMPLE LOCATION:
SAMPLE:

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit
Plasticity Index:

Project No. 6-30501

Visiting Officer Quarters, Kirkland AFB
@17 1/2

Sandy Silt (ML)

NV
NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing
1.5"
1"
3/4"
1/2"
1/4" 100
No. 4 99
No. 10 96
No. 40 89
No. 100 77
No. 200 50.4
Moisture Content (%): 5.8
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GEo-lEST

GEO-TEST. INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,

NEW MEXICO

87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(506) 526-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army

Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE

Albuquerque, NM 87108

PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: 3@ 20
SAMPLE: Silty Sand Gravel (GM-GC)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit 20
Plasticity Index: 4

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing
1.5"

1" 100
3/4" 76
1/2" 66
3/8" 58
No. 4 52
No. 10 45
No. 40 38
No. 100 32
No. 200 215

Moisture Content (%):

Project No. 6-30501

GRADATION ANALYSIS

100 -

PERCENT PASSING (%)
a
o
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0.01 0.1 1 10
GRAIN SIZE (mm)

100

Respectfully Submitted:

Addressee: (2)




G En-l EST"' June 25, 2003

Department of the Army Project No. 6-30501
Albuquerque District Corps of Engineers

4101 Jefferson Plaza NE

Albuquerque, NM 87109

PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: 3@ 22 1/2
SAMPLE: Silty Sand (SM)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing
1.5"

qn

3/4"

1/2"

3/8" 100
No. 4 98
No. 10 92
No. 40 78
No. 100 61
No. 200 323

Moisture Content (%):

&
O
Z
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o
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prd
GEO-TEST, INC. w
3204 RICHARDS LANE &
SANTA FE, i
NEW MEXICO
87507
(505) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,
NEW MEXICO
87113

(505) 857-0933
FAX (505) 857-0803

2805-A LAS VEGAS CT. Addressee: (2)
LAS CRUCES

NEW MEXICO
88007

(505) 526-6260

FAX (505) 523-1660




GEo-TEST

GEO-TEST, INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,

NEW MEXICO

87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(505) 526-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army

Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE

Albuguerque, NM 87109

PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: 3@ 25
SAMPLE: Silty Clay (CL)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit
Plasticity Index:

Project No. 6-30501

25
9

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size

1:5"

1"

3/4"
12"
3/8"
No. 4
No. 10
No. 40
No. 100
No. 200

Moisture Content (%):

Percent Passing

100
98
93
85
78

62.9

100

GRADATION ANALYSIS
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GRAIN SIZE (mm)

100
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GeEo-lEST

GEO-TEST, INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (605) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,

NEW MEXICO

87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(505) 526-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army

Project No. 6-30501

Albuquerque District Corps of Engineers

4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT:
SAMPLE LOCATION:

SAMPLE:

Visiting Officer Quarters, Kirkland AFB

3@ 27 1/2

Slightly Silty Sand (SM-SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit
Plasticity Index:

NV
NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size

1.5"

"

3/4"
112"
3/8"

No. 4
No. 10
No. 40
No. 100
No. 200

Moisture Content (%):

Percent Passing

100
91
87
83
74
52
21

9

5.5

GRADATION ANALYSIS
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GRAIN SIZE (mm)

100

Respectfully Submitted:
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Addressee: (2)



GEo-lEST

GEO-TEST, INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,

NEW MEXICO

87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(505) 526-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army

Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE

Albuquerque, NM 87109

PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: 3@ 30'
SAMPLE: Slightly Silty Sand (SM-SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing
1.5"

"

3/4" 100
1/2" 98
3/8" 96
No. 4 89
No. 10 70
No. 40 30
No. 100 15
No. 200 9.1

Moisture Content (%):

Project No. 6-30501

GRADATION ANALYSIS
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0.01 0.1 1 10
GRAIN SIZE (mm)

100

Respectfully Submitted:
GEO-TEST, INC.

Addressee: (2)




GEo-TEsT

GEO-TEST. INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (506) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,

NEW MEXICO

87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(505) 526-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army

Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE

Albuquerque, NM 87109

PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: 4@ 21/2'
SAMPLE: Silty Sand (SM)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit 22
Plasticity Index: 2

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Project No. 6-30501

Sieve size Percent Passing
1.5"
1Il
3/4" 100
172" 97
3/8" 94
No. 4 87
No. 10 73
No. 40 48
No. 100 38
No. 200 24.8
Moisture Content (%): 4.6
GRADATION ANALYSIS
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GRAIN SIZE (mm)

100

Respectfully Submitted:

P

Tim S, SET

Addressee: (2)



GEG-lEST

GEO-TEST, INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,

NEW MEXICO

87113

(505) 857-0933

FAX (508) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(505) 526-6260

FAX (505) 623-1660

June 25, 2003

Department of the Army

Albuquerque District Corps of Engineers

4101 Jefferson Plaza NE
Albugquerque, NM 87109

PROJECT:
SAMPLE LOCATION:

SAMPLE:

Project No. 6-30501

Visiting Officer Quarters, Kirkland AFB

@5

Silty Sand with Clay (SM-SC)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit
Plasticity Index:

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

22
6

Sieve size

1.5"

qn

3/4"
1/2"
3/8"
No. 4
No. 10
No. 40
No. 100
No. 200

Moisture Content (%):

Percent Passing

100
95
90
76
55
27
17

10.5

100

GRADATION ANALYSIS

90
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70
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50
40

30
20

PERCENT PASSING (%)

10 A

0

0.01 0.1

1
GRAIN SIZE (mm)

10

100

Respectfully Submitted:;
GEO-TEST, INC——~
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Addressee: (2)




GEG-TEST

GEO-TEST. INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,
NEW MEXICO
87113

(505) 857-0933

FAX (605) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(505) 526-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albugquerque, NM 87109

Project No. 6-30501

PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: 4@ 7 1/2'
SAMPLE: Clayey Gravel (GC)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit 26
Plasticity Index: 11

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing
1.5"

1° 100
3/4" 85
172" 81
3/8" 75
No. 4 64
No. 10 51
No. 40 33
No. 100 26
No. 200 19.6
Moisture Content (%):

GRADATION ANALYSIS
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Respectfully Submitted:
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GEG-IEST

GEO-TEST, INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (605) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,

NEW MEXICO

87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(505) 526-6260

FAX (506) 523-1660

June 25, 2003

Department of the Army Project No. 6-30501
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109
PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: 4@ 12 112
SAMPLE: Silty Sand (SM)
ATTERBERG LIMITS (ASTM D-4318)
Liquid Limit 19
Plasticity Index: 3
SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)
Sieve size Percent Passing
T:5°
1“
3/4" 100
1/2" 99
3/8" 97
No. 4 84
No. 10 67
No. 40 54
No. 100 44
No. 200 242
Moisture Content (%): 3.0
GRADATION ANALYSIS
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Respectfully Submitted:
GEO-TEST, INC.

Addressee: (2)




GEo-TEST

GEO-TEST, INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(506) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,

NEW MEXICO

87113

(5056) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(506) 526-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army Project No. 6-30501

Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuguergue, NM 87109

PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: 1@ 15'
SAMPLE: Clayey Silt (CL-ML)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit 21
Plasticity Index: 4

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing
1.5"
qn
34"
1/2"
3/8" 100
No. 4 99
No. 10 97
No. 40 90
No. 100 77
No. 200 50.8
Moisture Content (%): 4.0
GRADATION ANALYSIS
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GRAIN SIZE (mm)

100

Respectfully Submitted:
GEO-TEST, INC. _—
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Addressee: (2)




GEo-lEST

GEO-TEST, INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,

NEW MEXICO

87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(605) 526-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army

Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE

Albuquerque, NM 87109

PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: 417 1/2'
SAMPLE: Silt (ML)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Project No. 6-30501

Sieve size Percent Passing
1.57

qn

3/4"

172"

38" 100
No. 4 99
No. 10 97
No. 40 89
No. 100 76
No. 200 50.1
Moisture Content (%): 51

GRADATION ANALYSIS

100 e
90 s, i
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PERCENT PASSING (%)

10
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GRAIN SIZE (mm)

10

100

Respectfully Submitted:
GEO-TEST, INC.

Addressee: (2)



GEG-IEST

GEO-TEST, INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(508) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,

NEW MEXICO

87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CI.
LAS CRUCES

NEW MEXICO

88007

(505) 526-6260

FAX (506) 523-1660

June 25, 2003

Department of the Army Project No. 6-30501

Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: 4@ 20
SAMPLE: Sandy Clay with Silt(CL-ML)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit 23
Plasticity Index: 7

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing
15"

qn

3/4"

172"

3/8" 100
No. 4 99
No. 10 98
No. 40 95
No. 100 88
No. 200 63.4

Moisture Content (%):

GRADATION ANALYSIS
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PERCENT PASSING (%)
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0.01 0.1 1 10
GRAIN SIZE (mm)

100

Respectfully Submitted:

GEO-TEST&
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Addressee: (2)




GEo-TEST

GEO-TEST, INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,

NEW MEXICO

87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(505) 526-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army

Albuguerque District Corps of Engineers

4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT:

SAMPLE LOCATION:

SAMPLE:

Visiting Officer Quarters, Kirkland AFB

4@221/2

Silt (ML)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit
Plasticity Index:

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

NV
NP

Project No. 6-30501

Sieve size

1.5"

qm

3/4"
1/2"
3/8"
No. 4
No. 10
No. 40
No. 100
No. 200

Moisture Content (%):

Percent Passing

100
99
98
96
88

70.2

100

GRADATION ANALYSIS

90
80

70
60

50

40

30

20

PERCENT PASSING (%)

10

0
0.01

0.1

1
GRAIN SIZE (mm)

10

100

Respectfully Submitted:

GEO-TEST, INC.
/

Addressee: (2)




GEo-lEST

GEO-TEST. INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (506) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,

NEW MEXICO

87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(505) 526-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army Project No. 6-30501
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109
PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: 4@ 25
SAMPLE: Silty Sand (SM)
ATTERBERG LIMITS (ASTM D-4318)
Liquid Limit NV
Plasticity Index: NP
SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)
Sieve size Percent Passing
1:5"
q"
3/4" 100
172" 84
3/8" 78
No. 4 67
No. 10 52
No. 40 34
No. 100 23
No. 200 131
Moisture Content (%):
GRADATION ANALYSIS
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GRAIN SIZE (mm)

Respectfully Submitted:
GEO-TEST, INC. .

Addressee: (2)




GEo-lEST

GEO-TEST, INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE.

NEW MEXICO

87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(505) 526-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army

Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE

Albuquerque, NM 87109

PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: 4@271/2
SAMPLE: Slightly Silty Sand (SM-SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing
1.5"

m

3/4" 100
172" 92
3/8" 88
No. 4 73
No. 10 50
No. 40 22
No. 100 13
No. 200 8.1

Moisture Content (%):

Project No. 6-30501

GRADATION ANALYSIS

100 z
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PERCENT PASSING (%)

10

0.01 0.1 1 10
GRAIN SIZE (mm)

100

Respectfully Submitted:
GEO-TEST, INC. —

Addressee: (2)




GEo-EST

GEO-TEST, INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,

NEW MEXICO

87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(605) 526-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army

Albuguerque District Corps of Engineers
4101 Jefferson Plaza NE

Albuguerque, NM 87109

PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: 4@ 30
SAMPLE: Slightly Silty Sand (SM-SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing
1.5"

A"

3/4" 100
172" 94
3/8" 92
No. 4 80
No. 10 57
No. 40 25
No. 100 14
No. 200 8.0

Moisture Content (%):

Project No. 6-30501

GRADATION ANALYSIS

100
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40

20 ¥

PERCENT PASSING (%)

10

0.01 0.1 1 10
GRAIN SIZE (mm)

100

Respectfully Submitted:
GEO-TEST, INC,

Addressee: (2)




GeEo-EsT

GEO-TEST, INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,

NEW MEXICO

87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(505) 526-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army

Albuquerque District Corps of Engineers

4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT:

SAMPLE LOCATION:

SAMPLE:

Project No. 6-30501

Visiting Officer Quarters, Kirkland AFB

5@21/2

Slightly Clayey Sand (SC)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit
Plasticity Index:

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

25
7

Sieve size

1.5"

qm

3/4"
172"
3/8"
No. 4
No. 10
No. 40
No. 100
No. 200

Moisture Content (%):

Percent Passing

100
90
86
74
57
37
29

211

3.0

100

GRADATION ANALYSIS

90

80

70

60
50

40
30

20
10

PERCENT PASSING (%)

0

0.01

0.1

1
GRAIN SIZE (mm)

10

100

Respectfully Submitted:
GEO-TEST, INC.

Addressee: (2)




GeEo-EsT

GEO-TEST. INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,

NEW MEXICO

87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(505) 526-6260

FAX (508) 523-1660

June 25, 2003

Department of the Army
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuguerque, NM 87109

PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: 5@5
SAMPLE: Clayey Sand (SC)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit 25
Plasticity Index: 10

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Project No. 6-30501

Sieve size Percent Passing
1.5"
g
3/4" 100
1/2" 98
3/8" 95
No. 4 85
No. 10 60
No. 40 37
No. 100 28
No. 200 20.3
Moisture Content (%): 2.1
GRADATION ANALYSIS
100 T |
: &
o
Zz .. 70
‘ig 60
a 50 T
i s
o : [
E 20 F
o 10
0
0.01 0.1 1 10 100
GRAIN SIZE (mm)

Respectfully Submitted:

—

m S BET

Addressee: (2)




GEG-lEST

GEO-TEST, INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,

NEW MEXICO

87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(505) 526-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army Project No. 6-30501
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albugquerque, NM 87109
PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: S@71/2
SAMPLE: Slightly Silty Sand (SM-SP)
ATTERBERG LIMITS (ASTM D-4318)
Liquid Limit NV
Plasticity Index: NP
SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)
Sieve size Percent Passing
1.5"
g
3/4" 100
1/2" 94
3/8" 90
No. 4 69
No. 10 311
No. 40 15
No. 100 10
No. 200 7.0
Moisture Content (%): 1.2
GRADATION ANALYSIS
100 V M

= 90

-

6 80 /

Z 70 /n/

§ 60

a 50 /

Z % V'
O 30 L

% 20 LT

a 10 = —-_—

” [
0.01 0.1 1 10 100

GRAIN SIZE (mm)

Respectfully Submitted:
GEO-TEST, INC. =

7
Ti es, SET

Addressee: (2)




June 25, 2003
GEo-TEST Department of the Army Project No. 6-30501
Albuquerque District Corps of Engineers

4101 Jefferson Plaza NE

Albuquerque, NM 87109

PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: 5@ 10’
SAMPLE: Slightly Silty Sand (SM-SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing
1.5"

qn

3/4" 100
1/2" 83
3/8" 80
No. 4 66
No. 10 47
No. 40 19
No. 100 1.4
No. 200 6.9

Moisture Content (%):

GRADATION ANALYSIS
100 .
z %
2 - A1
@ v
2 60 - »
< yd
< 50
5 1 ”
Q Pg _ M
GEO-TEST, INC. @ 20 -
3204 RICHARDS LANE a 10 —o— I
SANTA FE, 0
NEW MEXICO
87507 0.01 0.1 1 10 100
(505) 471-1101 GRAIN SIZE (mm)
FAX (505) 471-2245

Respectfully Submitted:

8528 CALLE ALAMEDA NE GEO-TEST :
ALBUQUERQUE,

NEW MEXICO

87113 res, SET

(509) 857-0933
FAX (505) 857-0803

Addressee: (2)

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(505) 526-6260

FAX (305) 523-1660




GEo-lEsT

GEO-TEST, INC.,

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(605) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,
NEW MEXICO
87113

(505) 857-0933
FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(605) 526-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

Project No. 6-30501

PROJECT: Visiting Officer Quarters, Kirkland AFB

SAMPLE LOCATION: 5@ 12 1/2
SAMPLE: Poorly Graded Sandy Gravel (GM-GP_

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing
1.5" 100
1" 82
3/4" 77
172" 71
3/8" 65
No. 4 54
No. 10 38
No. 40 19
No. 100 11
No. 200 6.8
Moisture Content (%): 1.8
GRADATION ANALYSIS
100 -
z 3 |
2 70 -
§ 60 |
a 90 —
& %
% 20 " /#’
a 10 L |
0
0.01 0.1 1 10 100

GRAIN SIZE (mm)

Respectfully Submitted:
GEO-TEST, INC.

Addressee: (2)




GEo-lEST

GEO-TEST, INC.,

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE.

NEW MEXICO

87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(508) 526-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army

Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE

Albuguerque, NM 87109

PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: 5@ 15'
SAMPLE: Silty Sand (SM)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Project No. 6-30501

Sieve size Percent Passing
1 5"
1" 100
3/4" 90
1/2" 78
3/8" 78
No. 4 65
No. 10 50
No. 40 32
No. 100 23
No. 200 16.4
Moisture Content (%): 3.0
GRADATION ANALYSIS
100
£ gg ,-:/Z
S 0 ol H
&} 60 »
< 50 /
E 40
] L]
w30 » 4
O =]
& 20 e
wi
a 10
. i
0.01 0.1 1 10
GRAIN SIZE (mm)

100

Respectfully Submitted:

GEO-TEST.INC.—>

Addressee: (2)



GEoC-lEST

GEO-TEST, INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,

NEW MEXICO

87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(605) 526-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army Project No. 6-30501
Albuguerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109
PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: 5@ 17 1/2
SAMPLE: Silt (ML)
ATTERBERG LIMITS (ASTM D-4318)
Liquid Limit NV
Plasticity Index: NP
SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)
Sieve size Percent Passing
1.5"
qn
3/4" 100
12" 60
3/8" 60
No. 4 59
No. 10 59
No. 40 59
No. 100 58
No. 200 57.5
Moisture Content (%): 6.2
GRADATION ANALYSIS
100 —- 3
< 90 f
3 /
6 80 /
Z 70 +— —
5 60 —
o 50
% 40
L5
]
o 10
0
0.01 0.1 1 10 100
GRAIN SIZE (mm)

Respectfully Submitted:
GEO-TEST, INC.. =

Addressee: (2)




GEo-lEST

GEO-TEST, INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,

NEW MEXICO

87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(505) 526-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: 5@ 20'
SAMPLE: Silty Sand (SM)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Project No. 6-30501

Sieve size Percent Passing
1.5"
g
3/4" 100
1/2" 97
3/8" 97
No. 4 95
No. 10 90
No. 40 81
No. 100 70
No. 200 47.7
Moisture Content (%): 10.8
GRADATION ANALYSIS
100 —d""'i—./.—
9 90 ’___/l-""
6 oo //’—_‘
=z 70 /r*‘ L
8 60 ve
& 50 o
7
g 20
i
o 10
0 L]
0.01 0.1 1 10 100
GRAIN SIZE (mm)

Respectfully Submitted:

;E‘,’E”“Q)
i es, SET

Addressee: (2)




GEo-lEST

GEO-TEST, INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (506) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,

NEW MEXICO

87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(505) 526-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army
Albuguerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: Visiting Officer Quarters, Kirkland AFB

SAMPLE LOCATION: 5@ 22 1/2'
SAMPLE: Silty Sand (SM)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing
1.5"

1" 100
3/4" 93
172" 87
3/8" 83
No. 4 77
No. 10 70
No. 40 60
No. 100 53
No. 200 43.0
Moisture Content (%): 8.8

Project No. 6-30501

GRADATION ANALYSIS

s I

80 T

70 —
60 =1

40

30
20

PERCENT PASSING (%)
N

10

0.01 0.1 1 10
GRAIN SIZE (mm)

100

Respectfully Submitted:
GEO-TEST, INC

Addressee: (2)



GEo-lEsST

GEO-TEST, INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,
NEW MEXICO
87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(505) 526-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army

Albuguerque District Corps of Engineers
4101 Jefferson Plaza NE

Albuquerque, NM 87109

PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: 5@ 25
SAMPLE: Slightly Silty Sand (SM-SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing
1.5"

1"

3/4" 100
1/2" 87
3/8" 84
No. 4 75
No. 10 56
No. 40 20
No. 100 9
No. 200 5.6
Moisture Content (%): 1.5

Project No. 6-30501

GRADATION ANALYSIS

o A

80 I
70 =

60 W

50

40

30 g

20 =

PERCENT PASSING (%)

10
0

0.01 0.1 1 10
GRAIN SIZE (mm)

100

Respectfully Submitted:
GEO-TEST, INC. e

Addressee: (2)




GEG-lEST

GEO-TEST, INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,
NEW MEXICO
87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(505) 526-6260

FAX (506) 523-1660

June 25, 2003

Department of the Army

Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE

Albuquerque, NM 87109

PROJECT: Visiting Officer Quarters, Kirkland AFB

SAMPLE LOCATION:

SAMPLE:

5@ 27 1/2'

Sandy Silt (ML)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit
Plasticity Index:

NV
NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Project No. 6-30501

Sieve size Percent Passing
1.5"
qn
3/4" 100
172" 94
3/8" 93
No. 4 92
No. 10 91
No. 40 88
No. 100 87
No. 200 86.7
Moisture Content (%): 4.9
GRADATION ANALYSIS
100
9
O
s
7} 1
%] o
E a0 /‘_’/O‘"
}_ ey
7 s
(&
o
i
o
80
0.01 0.1 1 10 100

GRAIN SIZE (mm)

Respectfully Submitt
GEO-TEST, INE:

im Byres, SET

Addressee: (2)




GEo-lEST

GEO-TEST, INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,
NEW MEXICO
87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(605) 526-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army Project No. 6-30501
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109
PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: 5@ 30
SAMPLE: Sandy Silt (ML)
ATTERBERG LIMITS (ASTM D-4318)
Liquid Limit NV
Plasticity Index: NP
SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)
Sieve size Percent Passing
1.5"
1 100
3/4" 88
172" 79
3/8" 77
No. 4 66
No. 10 51
No. 40 24
No. 100 14
No. 200 9.1
Moisture Content (%): 1.8
GRADATION ANALYSIS
100 —
;@ 90
(3’ 80
z 70 g
® e 1
& 50 / 1]
E 40 A
8 30
e 20 —
w
a 10 ]
0 1]
0.01 0.1 1 10 100

GRAIN SIZE (mm)

Respectfully Submitted:
GEO-TEST, INC.
e

o

Tim

Addressee: (2)




GEo-TEST

GEO-TEST. INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(605) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,
NEW MEXICO
87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(505) 526-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army

Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE

Albugquerque, NM 87109

PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: 6@ 2 1/2'
SAMPLE: Sandy Silt (ML)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit 19
Plasticity Index: 3

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size Percent Passing
1.5"

qn

3/4"

1/2"

3/8" 100
No. 4 91
No. 10 89
No. 40 87
No. 100 86
No. 200 83.9
Moisture Content (%): 3.6

Project No. 6-30501

GRADATION ANALYSIS

100 W
S /
© /
& /
b, o
Bos i
z 1T
o T
I
1]
[ B

80 |

0.01 0.1 1 10

GRAIN SIZE (mm)

100

Respectfully Submitted:
GEO-TEST, INC.

Addressee: (2)




GeEo-TEST

GEO-TEST, INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(605) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,

NEW MEXICO

87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(505) 526-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army

Albuquerque District Corps of Engineers

4101 Jefferson Plaza NE
Albuguerque, NM 87109

PROJECT:
SAMPLE LOCATION:

SAMPLE:

Project No. 6-30501

Visiting Officer Quarters, Kirkland AFB

6@ 5'

Silty Sand (SM)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit
Plasticity Index:

NV
NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Sieve size

1.5"

qn

34"
1/2"
3/8"
No. 4
No. 10
No. 40
No. 100
No. 200

Moisture Content (%):

Percent Passing

100
88
87
81
67
35
24

13.5

1.9

GRADATION ANALYSIS

100 +
90

80
70

60

50

40

30

PERCENT PASSING (%)

y
GRAIN SIZE (mm)

10

100

Respectfully Submitted:
GEO-TEST,INC. _—>

Addressee: (2)




GEo-lEST

GEO-TEST, INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,

NEW MEXICO

87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(505) 526-6260

FAX (5056) 523-1660

June 25, 2003

Department of the Army

Albuquerque District Corps of Engineers

4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT:
SAMPLE LOCATION:

SAMPLE:

Visiting Officer Quarters, Kirkland AFB

6@ 7 1/2'

Silty Sand (SM)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit
Plasticity Index:

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

NV
NP

Project No. 86-30501

Sieve size

1.5"

qn

3/4"
1/2"
3/8"
No. 4
No. 10
No. 40
No. 100
No. 200

Moisture Content (%):

Percent Passing

100
87
80
78
72
67
58
50

38.6

5.5

100

GRADATION ANALYSIS

PERCENT PASSING (%)
o
&

0.01 0.1

1
GRAIN SIZE (mm)

10

100

Respectfully Submitted:
GEO-TEST, INC.

==

Addressee: (2)




GEo-lEST

GEO-TEST, INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,
NEW MEXICO
87113

(505) 857-0933
FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(505) 526-6260

FAX (505) 523-1660

June 25, 2003

Department of the Army
Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: 6@ 10'
SAMPLE: Silty Clay (CL)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit 25
Plasticity Index: 8

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Project No. 6-30501

Sieve size Percent Passing
1.5"
g
3/4" 100
172" 99
3/8" 96
No. 4 91
No. 10 86
No. 40 79
No. 100 72
No. 200 55.1
Moisture Content (%): 8.4
r GRADATION ANALYSIS
100 ] 4—
£ o '
U] i L1 1]
Z 70 - /.5
§ 60
a 50
% 40
g
w
a 10 -
0
0.01 0.1 1 10 100
GRAIN SIZE (mm)

Respectfully Submitted:
GEO-TEST, INC. _—=

/

Tim Byres, SET

Addressee: (2)




GEo-lEsST

GEO-TEST, INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,

NEW MEXICO

87113

(505) 857-0933

FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(505) 526-6260

FAX (605) 523-1660

June 25, 2003

Department of the Army

Albuquerque District Corps of Engineers

4101 Jefferson Plaza NE
Albuguerque, NM 87109

PROJECT:
SAMPLE LOCATION:

SAMPLE:

Visiting Officer Quarters, Kirkland AFB

6@ 12 1/2"

Slightly Clayey Silty Sand (SM-SC)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit
Plasticity Index:

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

22
4

Project No. 6-30501

Sieve size

15"

qn

3/4"
1/2"
3/8"
No. 4
No. 10
No. 40
No. 100
No. 200

Moisture Content (%):

Percent Passing

100
99
99
98
91
77
66

44.6

59

GRADATION ANALYSIS

100
90

_/i//

80
70

60

50

40

30

20

PERCENT PASSING (%)

10
0

0.01 0.1

1
GRAIN SIZE (mm)

10

100

Respectfully Submitted:

Addressee: (2)




GEo-lEsT

GEO-TEST, INC.

3204 RICHARDS LANE
SANTA FE,

NEW MEXICO

87507

(505) 471-1101

FAX (505) 471-2245

8528 CALLE ALAMEDA NE
ALBUQUERQUE,
NEW MEXICO
87113

(505) 857-0933
FAX (505) 857-0803

2805-A LAS VEGAS CT.
LAS CRUCES

NEW MEXICO

88007

(505) 526-6260
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June 25, 2003

Department of the Army
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4101 Jefferson Plaza NE
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PROJECT:

SAMPLE LOCATION:

SAMPLE:

Visiting Officer Quarters, Kirkland AFB

6@ 15'

Silty Sand (SM)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit
Plasticity Index:

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

19
3

Project No. 6-30501

Sieve size

15"

4"

3/4"
1/2"
3/8"
No. 4
No. 10
No. 40
No. 100
No. 200

Moisture Content (%):

Percent Passing

100
81
77
72
65
56
46
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June 25, 2003

Department of the Army

Albuquerque District Corps of Engineers
4101 Jefferson Plaza NE

Albuquerque, NM 87109

PROJECT: Visiting Officer Quarters, Kirkland AFB
SAMPLE LOCATION: 6@ 17 1/2'
SAMPLE: Silt (ML)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit NV
Plasticity Index: NP

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

Project No. 6-30501

Sieve size Percent Passing
1.5"
qn
3/4" 100
1/2" 93
3/8" 92
No. 4 91
No. 10 89
No. 40 86
No. 100 84
No. 200 83.9
Moisture Content (%): 1.6
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June 25, 2003

Department of the Army

Albuquerque District Corps of Engineers

4101 Jefferson Plaza NE
Albuguerque, NM 87109

PROJECT:

SAMPLE LOCATION:

SAMPLE:

Visiting Officer Quarters, Kirkland AFB

6@ 20'

Slightly Silty Sand (SM-SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit
Plasticity Index:

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

NV
NP

Project No. 6-30501

Sieve size Percent Passing
1.5"
1" 100
3/4" 87
1/2" 79
3/8" 76
No. 4 63
No. 10 48
No. 40 22
No. 100 12
No. 200 8.1
Moisture Content (%): 1.5
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June 25, 2003

Department of the Army

Albuquerque District Corps of Engineers

4101 Jefferson Plaza NE
Albuquerque, NM 87109

PROJECT:
SAMPLE LOCATION:

SAMPLE:

Project No. 6-30501

Visiting Officer Quarters, Kirkland AFB

6@ 22 1/2'

Slighty Silty Sand (SM-SP)

ATTERBERG LIMITS (ASTM D-4318)

Liquid Limit
Plasticity Index:

SIEVE ANALYSIS (ASTM D-422)(Material Retained on .075mm)

NV
NP

Sieve size

1.5"

qn

3/4"
12"
3/8"
No. 4
No. 10
No. 40
No. 100
No. 200

Moisture Content (%):

Percent Passing

100
91
82
80
68
49
24
1.4
7.9

1.3
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